TESTING LABORATORY DIRECTORATE

EUROTEST CONTROL EAD

1797 Sofia, 16 G.M. Dimitrov Blvd., phone: (02) 9651-600, 971-1412;phone/fax (02) 8720 583;www.eurotest-control.bg, e-mail: 1gi @inet.bg

1SO 9001/2008 certified, No. SOF 0207186 LRQA

Petrol and Coal Geology Department
PROTOCOL NO. 6.3 - 4/30.04.2010

Company which requested the testing: Balkan Mineral and Mining

EAD
Site Ada Tepe, Krumovgrad
Type and number of samples: Soils - 8 samples
Request: Ref. No. 520/15.04.2010
Deter mination of Sulphur Content
Seqg. Name Unit Method Test
No. of of of results
parameter measureme testing
nt
1238 PP-001; 387118/4587817 % ETC V3I1/7.3-7/87 <0.005
1239 PP-002; 387704/4587372 % ETCV3I1/7.3-787 <0.005
1240 PP-003; 388007/4586920 % ETC V3I1/7.3-7/87 <0.005
1241 PP-004; 388016/4587272 % ETC V3I1/7.3-7/87 <0.005
1242 PP-005; 387758/4587301 % ETCV3I1/7.3-7/87 0.01
1243 PP-006; 387533/4587913 % ETC V3I1/7.3-7/87 <0.005
1244 PP-007; 387552/4588153 % ETCV3I1/7.3-7/87 0.01
1245 PP-008; 387551/4588452 % ETCV3I1/7.3-7/87 0.01

Person who carried out the testing:

(R. Krasteva, Eng.)
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